
Date:
Invoice no: 
Lot Qty.:
Sample size: 
Batch No.

Min. Max. 1 2 3 4 5 REMARK

1  Head Dia 15.73 16.27 V.C

2 Head Thickness 9.65 10.00 V.C

3 Across Flat 8.03 8.15 HPG

4 Socket Depth 5.00 6.25 V.C

5 Total Length 29.65 30.35 V.C

6 Thread size TRG

7 Major Dia 9.732 10.000 MIC

8 Under Head Radious R 0.4 - P.P

9 Conc. Of A/F w.r.t. TRD __ 0.44 VB & DIAL

10 Monogram VISUAL

11 Hardness (HRC) 22 32 HARDNESS 
TESTER

12 Precoting length 7.00 7.20 v.c
13 Plating finish VISUAL

14 Visual VISUAL

Prepared By: Approved By:   

M10X1.5X6h

AEL-8.8

Fe/Zn-8B(Cr3)(White)

Free from Crack, Burr, 
Dent, Sharp Edges

 LOT ACCEPTED / LOT REJECTED

REMARKS: Sampling increased in final inspection from 5 nos per lot to 10 nos per bin from each lot

CHECKSHEET

Sr. No. Characteristics
SPECIFICATION Check 

Method
OBSERVATION

BG FASTENING AND ENGINEERING INDUSTRIES LTD
Format No 11/F/03

FINAL INSPECTION REPORT
Customer Name       : ENDURANCE
Customer part No.  : F2LY027120
Description                : M10X1.5X30 SHC Bolt
AEL Part No.              : 8525


