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1.1   DAMAGE,SHORT MOULD NOT ALLOWED VISUAL OK  

1.2
 CRACK , 

SHRINKAGE,SILVER MARK
NOT ALLOWED VISUAL OK  

1.3  COLOUR VARIATION NOT ALLOWED VISUAL OK  

1.4  FLASHES / FEED POINT NOT ALLOWED VISUAL OK  

1.5
COMPARE WITH   

REFERENCE SAMPLE
OVERALL FINISH VISUAL OK  

2.1  OD Ø  51 ± 0.2  mm DVC 51.16 51.11 51.14 51.13 51.12 51.11 51.14 51.14 51.13 51.12 OK

2.2 THICKNESS 3.0 ± 0.2 mm DVC 3.08 3.04 3.01 3.08 3.01 3.04 3.01 3.04 3.08 3.01 OK

2.3 TOTAL LENGTH 115 ± 0.5 mm DVC 115.1 115.08 115.09 115.07 115.12 115.09 115.1 115.08 115.08 115.06 OK

2.4 OD Ø  38 ± 0.2 mm DVC 38.11 38.1 38.11 38.12 38.14 38.1 38.11 38.11 38.12 38.14 OK

2.5 OD Ø 37.3 ± 0.2 mm DVC 37.31 37.33 37.34 37.35 37.32 37.33 37.34 37.31 37.35 37.32 OK

3.1 MATERIAL PPCP AS PER MTC OK  

3.2 COLOUR BLACK VISUAL OK  

PREPARED BY: APPROVED BY: VERIFIED BY:

Format No:- F/QA/03 - 00/01.10.2020

OK AS PER REFERENCE SAMPLE

2) DIMENSIONAL OBSERVATIONS:

3) MATERIAL:

OK AS PER MTC

VISUALLY OK

SUPPLIER REMARKS :  ETL REMARKS :

NO FLASHES,FEED POINT OBSERVED

MATERIAL:  PPCP BATCH NO.: DISPATCH DATE:

SR. NO. PARAMETER SPECIFICATION
INSPECTION 

METHOD

OBSERVATION
REMARKS

ETL 

OBSERVATION 

1) APPEARANCE:

NO DAMAGE,SHORT MOULD OBSERVED

NO CRACK,SHRINKAGE & SILVER MARK  OBSERVED

NO COLOUR VARIATION OBSERVED

PART NAME: INNER DUST COVER LOT SIZE:                       Nos SUPPLIER CODE: 100990

PART NO / REV. NO. / DATE: S2DC03102O Rev.- XA SAMPLE SIZE:                Nos. INVOICE NO. & DATE:                                        

CUSTOMER NAME & ADDRESS:

PRE DISPATCH 

INSPECTION REPORT

SUPPLIER NAME & ADDRESS:

ENDURANCE TECHNOLOGIES  LTD.

K-120 ,WALUJ-MIDC,AURANGABAD.

MAHARASHTRA -431136.
JAIRAJ ANCILLARIES PVT. LTD.PLANT- A'BAD.


