
Customer 

name :

Complaint 

date :

Part no : Part name : Department Incharge Sign.

Comp. Type : Internal  / External Winding Marimuthu

Tempering

Grinding

Shotpeening 

Scragging

Powder coating

Final Inspection Moulidharan

Packing 

Q-ALERT
Alert  No : 1

Date : 2.04.2024

Endurance 2.04.2024 Member Name and Sign.

F1GN011020  Spring 1

Complaint  :  OD over size 

 Location  :  Malur 

NG OK

Moulidharan B V Mahesh Zakir hussain

Supplier ( if applicable )

NG part-  observed 23.91  Spec 23.3 ± 2  OK part- observed 23.32 Spec 23.3 ± 2  

Prepared By: Checked By: Approved BY:

NG part 
Observation  
23.91

OK part 
Observation  
23.32


